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¢ MAARC LABS PVT.LTD.
IG4\ Piot No. 1 & 2, Gat No. 27, Nanded Phata, Sinhagad Road, Pune - 411 068. (INDIA)

o +91 7447425952 / 53 /54 / 55
E-mail - maarclabs.pune @ gmail com e maarclab@gmail.com e Visit us at : www.maarciabs.com

Test Report
Name & Address of | Jaideep Plastics

the Customer : | Off Mahanubhav Math,
| Old Pune-Banglore Highway,
Molacha Odha, Satara - 415001 =
Tel: 02162-250294
Test report as per IS 15410:2003 with Amendment Nos. 1te 3

ReportNo.: | GLUNT | Date: 26.06.2019

a) Nature of sample B v PPCP

b) Grade/Variety/Type/Class/Size elc. :  Cups & Lids

¢) Declared values if any

d) Quantity e

¢) Date of Receipt - 15082018 i
f) Date of commencement of testing ¢ 15.06.2018

g) Date of completion of testing 265.06.2019 .

e s asbacion vauss

e 2.3 mg/am?
1 Overall Migration OR 8,00 mg/L shallmtm;%edjomym’on IS 9845

5 il Colour migration (visual) shall
2 Colour Migration Nit Socke chbaeved IS 9845

3 # % »End
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® Sampling was not done by MAARC LABS PVT. LTD. The results relate only to the samples tested in the laboratory.
» This analysis report shafl mmmmammmgwmnmwdmncmm LTD.
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